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The following sample(s) was/were submitted and identified by/on behalf of client as:

Type of Product: PE CLEAN BAG

Date of Sample Received: 2008/04/07
Date of Testing: 2008/04/08

Test Results: -Please refer to next page(s)-
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Test Results:

CAS NO. Test Method
Test
Results

Detected
Limit

Unit

007440-70-2 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007440-23-5 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007757-79-1 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007440-50-8 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007440-47-3 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007440-66-6 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007429-90-5 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007439-93-2 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007439-95-4 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007440-02-0 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

007439-89-6 With reference to SGS in-house method.
Analysis was performed by ICP-MS.

N.D. 0.0010 μg/cm2

NOTE： 1.The report is separated for used in vain.
2."ND"non-detected means the test results is lower than detection limit value.

- END -

Nickel (Ni)

Iron (Fe)

Lithium (Li)

Magnesium (Mg)

Zinc (Zn)

Aluminum (Al)

Calcium (Ca)

Sodium (Na)

Potassium (K)

Test Item

Copper (Cu)

Chromium (Cr)

SGS Taiwan Ltd.
台灣檢驗科技股份有限公司 Chemical-Taipei    136-1 WuKung Road, Wuku Industrial Zone, Taipei County, Taiwan /台北縣五股工業區五工路136-1號           t +886 (02)2299 3279      f+886 (02)2298 1338   www.sgs.com

Member of the SGS Group (SGS SA)



Test Report

超微量工業安全實驗室

Ultra Trace Industrial Safety Hygiene

Page : 3 of 3REPORT NO: US/2008/40051A-01 Date: 2008/11/21

GOLDEN TREE PLASTICS CO., LTD.

23 TALIH ST,LUENCHIEN VILLADE,LUENBEY HSIANG,YULIN SHEN TAIWAN

*US/2008/40051A-01*

Sample Photo

SGS Taiwan Ltd.
台灣檢驗科技股份有限公司 Chemical-Taipei    136-1 WuKung Road, Wuku Industrial Zone, Taipei County, Taiwan /台北縣五股工業區五工路136-1號           t +886 (02)2299 3279      f+886 (02)2298 1338   www.sgs.com

Member of the SGS Group (SGS SA)


