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The following sample(s) was/were submitted and identified by/on behalf of client as:

Type of Product: PE CLEAN BAG

Date of Sample Received: 2008/04/30
Date of Testing: 2008/05/01

Test Results: -Please refer to next page(s)-
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Test Results:

CAS NO. Test Method
Test
Results

Detected
Limit

Unit

014797-65-0 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

024959-67-9 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

014797-55-8 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

-- With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

014808-79-8 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

017341-24-1 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

017341-25-2 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

024203-36-9 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

014581-92-1 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

014102-48-8 With reference toClient's specific method.
Analysis was performed by IC.

N.D. 0.0010 μg/cm2

NOTE： 1.The report is separated for used in vain.
2."ND"non-detected means the test results is lower than detection limit value.
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